“AD-A469 593 MECHANICAL PROPERTY EVALUATION AT ELEVATED rmnmlss 1
SlITERED BETA. . (U) ARNY MATERIALS TECHNOLOGY
N MR M J SLAVIN ET AL. MAR 86 HTL-TR-O‘-S
UNCLASSIFIED DE-M.OS 840R-21411 G 11/2 NL

BEEEENCIE ERESE




' Fd
-—vwxw;"‘
e wr, F
B R
LAIE 2.
v i
:.'_.‘m 20

(IR TN




Pl N, T o Pl o o G 5 O oo et i o A a i ML s W % i A oy ot t a3 NN 'y ey ®

AD R
ENERGY wTLTRsso Y

- CC o' MECHANICAL PROPERTY EVALUATION (3
: (=1, Y
; G 1o AT ELEVATED TEMPERATURES OF v
S :
Q MICHAEL J. SLAVIN and GEORGE D. QUINN ’
1 T DTIC §

ELECTE
R March 1986 JUL 15 1986 ‘~
Yo
A Prepared under *‘8
Interagency Agreement DE-A105-840R-21411 S
I by §
U.S. ARMY MATERIALS TECHNOLOGY LABORATORY Tl
WATERTOWN, MASSACHUSETTS 02172-0001 -
® *Original contains color g
. plates: All DIIC reproduct- ‘

& ions will be in black and

N ~ ! shite® N
~ o ‘ U.S. DEPARTMENT OF ENERGY ;;;
g & ’ Office of Transportation System o
< Advanced Materials Development Program 2R
l = ~DISTRIBUTION STATEMENT r} Y
/ e Approved for public release N
K A % Distribution Unlimited \‘_,\
=
88 7 14 113 +3
S 2T R R o SN NN g e e A T L BT T




UNCLASSIFIED

SECURITY CLASSIFICATION OF THIS PAGE (When Data Entered)

REPORT DOCUNENTATION PAGE BEFORE COMPLETING FORM

m VA Eﬁw'“ﬂs‘o@ :ﬁﬁn CATALOG NUMBER

4. TITLE (and Subtitte) S. YYPE OF REPORT & PERIOD COVERED

MECHANICAL PROPERTY EVALUATION AT ELEVATED Final Report
TEMPERATURES FOR SINTERED BETA SILICON CARBIDE

6. PERFORMING ORG. REPORT NUMBER

7. AUTHOR(s) 8. CONTRACT OR GRANT NUMBER(s)

Michael J. Slavin and George D. Quinn

9. PERFORMING ORGANIZATION NAME AND ADDRESS 10. PROGRAM ELEMENT, PROJECT, TASK

U.S. Army Materials Technology Laboratory In::§;£;ﬁ2;|xg;;:;z§?

ATTN: SLCMT-MCC DE-A105-840R-21411
Watertown, MA 02172-0001 Agency Accession: DA D03774

1. CONTROLLING OFFICE NAME AND ADDRESS 12. REPORT DATE

U.S. Department of Energy, Office of March 1986
Transportation Systems, Advanced Materials 5. NUMBER OF PAGES
Development Program, Washington, DC 20545
4. MONITORING AGENCY NAME & ADDRESS(if different from Controlling Office) 18. SECURITY CLASS. (of this report)

Unclassified

15s. DECL ASSIFICATION/ DOWNGRADING
SCHEDULE

16. DISTRIBUTION STATEMENT (of this Report)

Approved for public release; distribution unlimited.

17. DISTRIBUTION STATEMENT (of the abstract entered in Block 20, if different from Report)

18. SUPPLEMENTARY NOTES

19. KEY WORDS (Continue on reverse side il necessary and identily by block number)

Silicon carbides Microhardness
Flexural strength C-scan
Ultrasonic properties

20. ABSTRACT (Continue on reverse side i necessary end identify by dblock number)

(SEE REVERSE SIDE)

FONM
' Jgﬂ ” 1473 eoimion OF 1 NOV 6315 OBSOLETE
.

UNCLASSIFIED

SECURITY CLASSIFICATION OF THIS PAGE (When Date Entered)

. -

B T T P T SRR
WAL NS A S At N e

OO .® " AR
e e



MTY CLAMEMCATION. OF gmmm

Block No. 20

CC\”"&‘ { {' fom Pq.i

A program was carried out
room and elevated temperatures

ABSTRACT

to evaluate the mechanical properties at
of the General Electric sintered beta

silicon carbide. The testing included room temperature flexural strength,

flexural stress rupture at 120

, and stepped temperature stress-rupture

(STSR) experiments. Fractographic examination identified the flaw popu-

lations that limited strength.

are typical of sintered silicon carbide. k<= \.Ou_) ordS', Microkor dret

The properties measured on this material

e

UNCLASSIFIED

SECURITY CLASUPICATION OF THIS PAGE(When Dote Entered)
'




CONTENTS

Page
INTRODUCTION. . & ¢ o o « o o o o o s o o s o o o s o o o o 1
MATERIAL. . & « ¢ ¢ « ¢ « s ¢ s o o s o s o « s o o o o o 1
PROCEDURE . . & « o o o o o o o o o o o o o o o o o o o o o 4
RESULTS « ¢ « ¢ ¢ o o o ¢ o o o « s s o s s o o s s o o o 5
DISCUSSION. . «. ¢ = ¢ « o o s o« o s ¢« s s s s s s s s« « « 10
CONCLUSION. + ¢ « « o o o « o o « ¢« o « o o o o o o s » o o 11
ACKNOWLEDGMENT. . « + « o« o « o o o s o o o o s o o s o o« « 11
NOMENCLATURE. « « ¢ « ¢ o o o o o o o s s o s s s o o « o o« 12

APPENDIX. e e ® e 6 © e e ®© 8 8 5 © s & + © °© " s s ° ° e = 1 3

D 3 W =

« A Al

Accession For
S —
NTIS GRA&L

¥ u"

DTIC TAB
Unannounced 0 :

H

v Justification e ey

- nan

By
hg}sg;}ggtion/
Avnilability Modlaes
T Ava il anc for
Spaciaul

ouat'TyY

B NS TR
\ il

iDist

A

T P -"‘.‘f"\("‘\'..‘.\.1'\.‘.: -‘_':"- « "R e " "

ORI AL N NN SR A AN



R

A

Ny =

INTRODUCTION

ilicon-based ceramics have considerable potential for structural applications
in heat engines and other energy conversion devices. This study is part of an on-
going Department of Energy project to screen new materials for their mechanical -
properties .for heat engine application§D

b iy 23 1

8 report presents findings on a commercially available sintered beta silicom
carbide manufactured by General Electric Company. In ten years of development, this
material has evolved from a hot-pressed laboratory grade material to a commercial-
sintered product.l~7 1t is fabricated from a submicron (beta) silicon carbide powder

with small additions (0.5 wt2 each) of poron and carbon which is sintered in a W
reducing atmosphere at approximately 2100 C. The boron promotes diffusion, while the qgf
carbon acts to reduce possible oxide phases (Si0,) and retard grain growth. The 3*
sintered product often contains some alpha phase silicon carbide as a result of phase %w
trangformation during sintering. This latter process is dependent upon impurities 3
and sintering conditions and can be very sensitive to conditions of powder prepara- -
tion, processing, and densification.3 The presence of the alpha phase is not desired y
because it can manifest itself as large tabular grains that can limit strength. gﬁﬁ
LN
Earlier studies have suggested that the laboratory hot-pressed and sintered beta :'; 1
silicon carbide materials have excellent high temperature properties up to 1500°C, W
including creep and slow crack growth resistance8~10 and strength retention.!,4,9,10 )
These favorable properties, coupled with the complex shape capabilities of sintering, o
suggest that General Electric's beta silicon carbide 1is a promising heat engine grade Des
ceramic. The purpose of this study was to verify these properties in the commercial ‘bf
form of the material. ‘;g
Ta%
MATERIAL 's
The sintered beta silicon carbide was supplied by General Electric Company's O
Manufacturing Division, Houston, Texas, in the form of eight 5.08 x 5.08 x 1.27-cm (2 4
x 2 x 0.5-in.) tiles in March, 1984. Four of these tiles were machined into flexure izﬁ
specimens according to MIL-STD-1932(MR),ll specimen configuration "B.” Specimen size o
was 3.0 x 4,0 x 44.5 mm with a 45 chamfer along the four long edges. Chamfer depths RS
e
1. P:(;CHA828§A8’9 ?., and CHARLES, R. J. Strength of Boron-Doped Hot-Pressed Silicon Carbide. Am. Cer. Soc. Bull,, v. 52, no. 12, é:
1973, p. 885-891. ™
2. PROCE!AZKA, S. Strength of Silicon Carbide in Ceramics for High Performance Applications, J. S. Burke, A. E. Gorum, and R. N. Katz, ed., ‘ f
Brook Hill Publishing Company, Chestnut Hill, MA, 1974, p. 239-252. -
3. PROCHAZKA, S. Abnormal Grain Growth in Polycrystalline SiC in Silicon Carbide-1973, Proceedings of the Third International .
Conference on Silicon Carbide, Miami, FL, September 1973, et
4. PROCHAZKA, S., and CHARLES, R. J. Strength and Microstructure of Dense Hot-Pressed Silicon Carbides in Fracture Mechanics of e
Ceramics, R. Bradt, D. Hasseiman, and F. Lange, ed., Plenum Press, NY, v. 2, 1974, p. §79-598. ;-...
5. PROCHAZKA, S., JOHNSON, C. A., and GIDDINGS, R. A. Atmosphere Effects in Sintering of Silicon Carbide in Proceedings of s
International Symposium on Factors in Densification and Sintering of Oxide and Non-Oxide Ceramics, S. Somiya and S. Saito, ed., '::;

Association for Science Documents Information, Tokyo Institute of Technology, Tokyo, Japan, October 1978, p. 366-381.
6. JOHNSON, C. A. Crack Blunting in Sintered SiC in Fracture Mechanics of Ceramics, R. Bradt, D. Hasselman, and F. Lange, ed.,
Plenum Press, NY, v. 3, 1978, p. 99-111. g

7. Sintride Sintered Silicon Carbide, General Electric Silicon Carbide Products Operations Brochure 77270, Houston, TX, 1983.
8. TRANTINA, G. G, and JOHUNSON, C. A. Subcritical Crack Growth in Boron-Doped SiC. J. Am. Cer. Soc., v. 58, no. 7-8, Qe
July-August 1975, p. 344-345. o
9. LARSEN, D. Property Screening and Evaluation of Ceramic Turbine Materigls. U.S. Air Force Wright Aeronautical Laboratory, L.t
AFML TR79-4188, October 1979. b
10. LARSEN, D., and ADAMS, ). Property Screening and Evaluation of Ceramic Turbine Materials. U.S. Air Force Wright Aeronautical
Laboratory, AFWAL TR83-4141, April 1984. ot
11. U.S. Army MIL-STD-1942(MR). Flexural Strength of High Performance Ceramics at Ambient Temperature. :\::
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were inadvertently machined to approximately 0.28 mm which is greater than the 0.15 +

0.05 mm gpecified in the standard. Although this causes only a 1.25 percent decrease

in the cross-sectional area, the strengths reported in this study (based on elastic

theory with a rectangular cross section) are 3.4 percent lower. -

The average bulk density of the tiles was33.12 g/cn3 with a standard deviation

of 0.03 and 18 in agreement with the 3.12 g/cm” reported.” The elastic modulus
i and Poisson's ratio as measured via the sonic method were 395 GPa and 0.17, A%
¥ respectively.

A powerful characterization tool is the ultrasonic longitudinal wave propagation
. time C-scan. The time C-scan shows spatial variation of wave propagation times :
N through the tile thickness with a resolution of + ] nanosecond. If a tile has con- at

a2

) stant thickness, the C-scan can be interpreted as a longitudinal velocity C-scan. i?;
) Figure 1 is a C-scan of a 2 x 2 x 1/2-inch tile of beta silicon carbide and, allowing §8;
¥ for wave distortion near the edges, had a variation in wave propagation time of —
approximately 5.5 percent. 1In the Appendix is an analysis of the C-scan in which the o
relationship between the tile's thickness, elastic modulus, Poisson's ratio, and ¥
density as they pertain to the longitudinsl wave velocity is evaluated.
ot
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Figure 1. Time-of-flight C-scan for General Electric sintered beta silicon carbide using a 10 MHz undamped transducer. y
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The increase in the wave propagation time, from the edge to the center of the
tile, is due to (in order of importance): an increase in thickness, a decrease in
elastic wodulus, and a decrease in Poisson's ratio. The density, which decreases
toward the tile's center, decreases the wave propagation time.

A quantitive analysis of the metallic impurities is given in Table 1. A pol-
ished section showing the material porosity (=32) is shown in Figure 2. Figure 3
shows the same sectfon etched with boiling Murikami's reagent to delineate the grain
boundaries.® Tabular grains commonly associated with the alpha phase of silicon
carbidel=5 are readily apparent. X-ray diffraction of the silicon carbide showed
that the majority of the material-is beta silicon carbide with a small percentage of
the alpha phase and a small amount of graphite. In a parallel study being carried
out at MTL* for nonheat engine applications, a 15.24 x 7.62 x 1.27-cm (6 x 3 x
1/2-in.) tile had an identical X-ray diffraction pattern and a very similar micro-

structure (larger alpha grains).

Table 1. IMPURITY OR ADDITIVE CONTENT OF THE GENERAL ELECTRIC SINTERED BETA
SILICON CARBIDE. WEIGHT PERCENTS DETERMINED BY EMISSION SPECTROSCOPY.

Elements
Al B Ca Co Cr Cu Fe Mg Mn Ni Ti Ir v
0.008 0.5 0.017 * 0.005 0.005 0.003 0.002 ~0.001 0.002 0.004 0.16 *

*Not detected

N,

Figure 3. Etched section of a specimen showing grain
size distribution. Note the long tabular alpha grains.

Figure 2. Polished section of a specimen of beta silicon
carbide showing the distribution of porosity.

*Tracy, C. A., unpublished research, U.S. Army Materials Technology Laboratory (MTL), 1984.
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PROCEDURE

Microhardness testing was performed on a mounted and polished specimen with a
load of 2000 gf (19.6N). Using both Vickers and Knoop indentors, 10 indentations
each were made with a standard microhardness indentor.* Fracture toughness was esti-
mated from crack lengths emanating from Vickers indentations at loads of 2000 gf
(19.6N), 3000 gf (24.9N), and 3500 gf (34.3N), using a standard microhardness
indentor. '

Room temperature flexural testing was used to establish a reference strength and
to characterize the strength-limiting flaws. A universal testing machinet was used
with four-point fixtures in accordance with MIL-STD-1942(MR).l! The spans were 4.00 cm
and 2.00 cm and the crosshead speed was 5.0 x 102 cm/min. The relative humidity was
35 percent at 239C.

The 1200°C flexural stress—rupture experiments were carried out in air in sever-
al test furnaces. These furnaces were constructed with firebrick and employed sili-
con carbide heating elements as the heat source. Four-point bend fixtures, machined
from hot-pressed silicon carbide, having fixed bearing spans of 3.81 cm and 1.90 cm
were used. A simple deadweight lever system applied the load into the furnace. The
temperature inside the furnace was allowed to stabilize for five minutes prior to
loading. Additional details of this procedure are reported in References 12 and 13.

A stepped temperature stress—rupture (STSR)IA program was used to quickly screen
the material while stressed to a range of temperatures that it may be subjected to in
an engine environment. This program assesses where creep or static fatigue may be a
problem. The furnace arrangement and load$ng procedure are identical to the stress-

rupture tests. The program starts at 1000 C when the load is applied. After 24

hours, if the specimen survives, the temperature is raised (witgin approximately 1/2
hour) to 1100°C. This cycle continues for 1200, 1300, and 1400 C, but at 1400°C the
specimen cycle time is 72 hours. In the event of a failure, the furnace is shutdown.

An arrow labeled with the applied stress denotes the time of failure on the STSR
plot .

Specimens that survived the stress-rupture or STSR tests were unloaded prior to
cool-down. This was done to minimize frictional forces at the knife edges due to
unequal specimen-fixture contractions. The survivors were then tested at room tem—
perature to determine the retained strength. They were mounted in the room temper-
ature fixtures such that the most highly stressed zone in the high temperature test
was again loaded in a tensile manner. Note that the room temperature fixtures have
slightly larger inner and outer spans than the high temperature fixtures.

*Miniload Il, Leitz, W. Germany
1 Tukon Tester FB, Wilson Mechanical Instrument Co. Inc., NY
ttinstron Corp., Model TT-DL, Canton, MA

12. QUINN, G. D. Guide to the Construction of a Simple 1500°C Test Furnace. U.S. Army Materials Technology Laboratory,
AMMRC TR 83-1, January 1983, NTIS ADA 125636.

13. QUINN, G. D. Characterization of Turbine Ceramics after Long-Term Environmental Exposure. U.S. Army Materials Technology
Laboratory, AMMRC TR 80-15, April 1980, AD A117463.

14. QUINN, G. D., and KATZ, R. N. Stepped Temperature Stress-Rupture Testing of Silicon Based Ceramics. Am. Cer. Soc. Bull.,
v. 57, no. 11, November 1978, p. 1057-1058.
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RESULTS

The Vickers indentations produced an average hardness of 23.9 GPa (2430 g/mm2)
with a standard deviation of 0.4 GPa (40 g/mm2) and the Knoop indentations produced
an average hardness of 20.9 GPa (2129 g/mm2) with a standard deviation of 0.3 GPa

b, (30 g/mm%). This is somewhat lower than the HV1000 gf of 28.0 GPa (2850 g/mmZ)

‘ reported in Reference 7, but a little higher than the average HK1000 gf of 20.1 GPa
(2050 g/mm2) with a standard deviation of 0.8 GPa (80 g/mm2) (60 indentations) in the
unpublished research by Tracy of MTL.

The fracture toughness values were measured from Vickers indentations and evalu-
ated using the Marshall-Evans formulations.l!3 A minimum of five “good" indentation
patterns were obtained for each of the three loads. Some problems with spall and
cracks not radiating from the corners were observed. A "good” indentation pattern
consisted of at least three of the four cracks starting from the corners and extend-
ing straight from the indent and no spall. Table 2 indicates the Kj. values which
averaged 2.8 MPa m0-5. This is somewhat lower than other reported values: 3.0 MPa
m0-5 (double torsion),16 3.3 MPa m0-5 (single edge notch beam)* (unpublished research
by Tracy of MTL), and 3.1 MPa m0-3 (controlled flaw in flexure).l7

Table 2. FRACTURE TOUGHNESS (Ki.) FOR VARYING INDENT LOADS.*

Number
(oP) o (wa 0-5)
. 2000 5 2.82
3000 6 2.81
N 3500 6 2.78

*Average Kjc = 2.8 MPa m0-5, with a standard deviation of
0.2.

Thirty room temperature four-point fast fracture specimens were tested and had
an average flexure stress of 346 MPa (50.2 ksi) with a standard deviation of 34 MPa
(5 ksi). This average is appreciably less than values for the laboratory prepared
three—point flexure specimen in Reference 6, i{s somewhat less than the 440 MPa (63.8
. ksi) four-point results reported in Reference 9 and 10, is also less than the three-
. point value of 533 MPa (77.3 ksi) in Reference 7, and is quite consistent with the
: four-point value of 389 MPa (56.4 ksi) with a standard deviation of 52 MPa (8 ksi) in
. the unpublished research by Tracy of MTL.

A Weibull two-parameter modulus was determined by a least-squares fitted line
through the strength data when plotted on a typical Weibull format (see Figure 4).
The ranking percentage is p=i/(N+1), where i is the i, data point and N is the total
number of specimens. The Weibull modulus, which is the slope of the line, is 11.0
and has a correlation coefficient of 96.5 percent. Figure 5 is a Weibull plot for
the strength data from the parallel study underway at MTL by Tracy for nonheat engine
applications. The Weibull modulus is 8.1 with a correlation coefficient of 98.8
percent. These moduli are consistent with the reported value of 8 to 15 in
Reference 7,

everte @ H Y v

*Single edge notched beam, ¥ - 4, 4.0 cm outer span, cross rate of 0.5 mm/min, specimen size 5.6 x 5.6 x 50.8 mm (0.22 x 2.0 in.), and
notch depth of 2.3 - 3.5 mm and width of 0.15 mm.
J 1S. MARSHALL, D. B., and EVANS, A. G. Reply to Comment on Elastic/Plastic Indentation Damage in Ceramics: The Median Radial
) Crack System. Comm. of the Am. Cer. Soc., v. 14, no. 12, 1981, p. c182-c183.
16. EVANS, A. G., and LANGE, F. F. Crack Propagation and Fracture in Silicon Carbide. J. Mat. Sci., no. 10, 1975, p. 1659-1664.
17. LARSEN, D. Property Screening and Evaluation of Ceramic Turbine Engine Materials. 11T Research Institute, AFML
Contract F33615-75C-5196, Interim Report no. 7, March 1979.
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All specimens were subjected to a fractographic examination at magnifications of A
about 100X. Typical fracture surfaces were then photographed and prepared for scan- thhy
ning electron microscopy (SEM) examination. The strength-limiting flaws common to ety
the room temperature flexure specimens were: agglomerates and porous zones either at oty
the surface or distributed within the volume (Figure 6); a few large grains and pores —
(Figure 7); and an occaslonal processing crack (Figure 8). Thus, although the e
Weibull plot implies a single flaw population, there are, in fact, several. %EL

2’ et
.
)

.
2, 0,8,

%

» o e -
S RN U

r Figure 6. Fracture surface of a control sample that Figure 7. Fracture surface of a control sample: 356 MPa.
failed due to the agglomerate and pore: 352 MPa. The strength-limiting flaw is the combination of the porous
area and the grain.
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Figure 8. Tensile surface of a control sample: 341 MPa,
The crack runs along the longitudinal axis of the speci-
men and had an overall length in excess of 4.5 mm.
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Twelve specimens were tested via the stepped temperature stress-rupture (STSR)
procedure and the results are shown in Figure 9. Two specimens failed on loading
with applied stresses of 350 and 400 MPa. Four specimens survived the complete
cycle with applied stresses of 250 (2), 300 (1), and 325 MPa (1). One specimen
survived intact at 350 MPa when an inadvertent microswitch trip shut the furnace down
after 22.9 hours at 1400°C. The five remaining specimens with applied stresses of
325 (1) and 350 MPa (4) failed in a time-dependent manner at 1000, 1100, 1200, and
1400°C. Permanent deformation of the five survivors was negligible (< 0.1% strain).
The retained strengths of the four survivors were surprisingly consistent at 401,
448, 402, and 400 MPa for the 250, 250, 300, and 350 MPa STSR applied stresses,
respectively. The retained strengths are appreciably higher than the reference room

temperature strengths (3466MPa average). This may either be due to a flaw healing
process or crack blunting.

3% 30°
5 72 hr \ 20
2 20
£130 " "
@ o | 325
2 1200 350 350
1100 |-
£ 350
—
1000 "330—
400
!

; "Microswitch Trip-Out 22.9 hr
Time (hours)—

Figure 9. Stepped temperature stress-rupture results.

Twenty—four specimens were tested at 1200°C in the stress-rupture experiments
(Figure 10). Nine failed on loading at applied stresses of 350 (2), 400 (6), and 450
MPA (1). Five specimens survived 1000 hours at stresses of 200 (1), 250 (2), and 300
MPa (2). One specimen survived 300 MPa for 52.5 hours when the furnace malfunctioned
and shutdown, All surviving specimens had negligible permanent deformation (< 0,12
strain) indicating an excellent creep resistance. The retained strengths for the
1000~hour survivors were 362, 403, 433, 524 and 524 MPa for the 200, 250, 250, 300,
and 300 MPa stress rupture applied stresses, respectively. One specimen which was
loaded to 200 MPa survived 10,000 hours without failure. 1Its retained strength at
room temperature was 417 MPa and it fractured from a sintering defect. There was
only a slight weight change in the specimen, since the oxidg layer which formed was
only 0.005 mm thick. The retained strength of all the 1200 C survivors was greater
than the average room temperature strength. The remaining eight specimens failed in
a time-dependent manner from 0.001 hour to 210.5 hours at applied stresses of 300 and
350 MPa. A static fatigue limit may exist between 200 and 250 MPa. The boundary
lines on the stress-rupture plot (Figure 10) were drawn to approximate the scatter.
None of the specimen fracture surfaces showed any signs of slow crack growth.
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Figure 10. Flexural stress-rupture at 1200°C. The boundary lines
approximate the scatter.
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The fracture surface characteristics of the stress-rupture and STSR time-~
dependent failures appear identical to those of the fast fracture specimens. The
strength—-1limiting flaws for the failure on loading specimens are volume distributed
and are agglomerates (Figure 11), porous zones, or large grains. The time-dependent

g
o

failures occurred exclusively from surface—connected porosity (Figures 12 and 13).
This porosity was often an area of small iInterconnected porosity and not necessarily

a discrete void.

AN
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v,

Figure 11. Fracture surface of a failure on
loading during a stress-rupture test: 350 MPa.
The flaw is a porous area away from the
tensile surface.
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Figure 12. Fracture surface of a time-dependent failure Figure 13. Fracture surface of a time-dependent failure
during a stress-rupture test: t: 210 hours, 300 MPa. during a STSR test: 325 MPa, 0.4 hour at 1400°C.
Failure occurred at a surface-connected porous area. Failure occurred due to the porous area at the surface

which is coincident with a large grain.

DISCUSSION

The beta silicon carbide material is subject to static fatigue failure over the
1000°C to 1400°C temperature range for applied flexural stresses of 300 and 350 MPa,
which is at least 85 percent of the reference fast fracture stress. The scatter in
the time-to-failure of identically loaded specimens was up to five orders of magni-
tude. The good strength retention at high temperature and the static resistance
findings of this study are consistent with earlier roports.7‘]0 Double torsion exper-
iments on this material failed to detect any evidence of a time-dependent failure
procvss.l6 That time-dependent failure can occur from surface-connected porous zones
as shown in this report, underscores the desirability of using stress-rupture
testing.

Although this form of silicon carbide is nominally the beta form, the strength-
limiting flaws, the favorable creep and static fatigue resistances, and the enhanced
strength of survivors are vorg similar to the results on the sintered alpha form of
commercial silicon carbide.*18-20 Indeed, the two materials share a susceptibility
of time-dependent failure to primarily surface-connected defects, which suggests a
stress corrosion phenomena, Controlled atmosphere experiments would be valuable in
clarifying this but were beyond the scope of this screening study.

*Carborundum Corporation, Niagara Falls, NY
18. QUINN. Gi. D.. and KATZ. R. N. Time Dependence of the High Temperature Strength of Sintered Alpha Silicon Carbide. U.S. Army
Materials Technology Laboratory, AMMRC TN 79-$, Junc 1979.

19. QUINN, G. D. Stress Rupture of Sintered Alpha Silicon Carbide. U.S. Army Materials Technology Laboratory, AMMRC TN 814,
December 1981

20. QUINN, G, I.. and KATZ, R. N. Time-Dependent High-Temperature Strength of Sintered o-SiC. 1. Am. Cer. Soc., v. 63, no. 1-2,
January-February 1980, p. 117-119.
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CONCLUSION

The General Electric sintered beta silicon carbide tested for this program is of

a limited production scale and may not necessarily be identical with earlier research i:f
laboratory produced vintages. The Vickers and Knoop microhardness and the Vickers -
fracture toughness are lower than previously published data.’ The room temperature .“;
flexural strength is somewhat lower than reported.9-10 . '?
X
The intrinsic flaw populations are generally agglomerates and porous zones with %é&?
a few large grains, inclusions, and process cracks. These flaws are all volume gt
distributed. Time-dependent failures occurred only from surface-connected porous .
zones. There may be an effective stress-rupture limit at 1000 hours of approximately ‘éﬁ%
250 MPa (=70 of the fast fracture reference strength) at 1200 C. Time-dependent ,qu
fallures occurred throughout the 1000°C to 1400°C temperature range. . ;
s

The C-scan promises to become a simple, powerful, and effective quality control
test to find not only large property variations within a tile or component, but
microstructural variations and severe flaw locations. More in-depth work must be gf?f
done on the latter two topics for different materials and more complex shapes. *i
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NOMENCLATURE
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APPENDIX

The ultrasonic C-scan maps the point-by-point wave propagation time through a
material. The general equation for the longitudinal wave velocity is

24 _[E. Qv 1" 8
s Vx.‘—f-[;m\,, - (1)
which solving for the propagation time becomes égh
' vl
" S
t=2d4 %™ [@{_(_1.5_2&] () £
—v ———n
; where d,0,E, and v are the tile thickness, density, elastic modulus, and Poisson's 3?;
ratio, respectively. 3&
The C~scan shown in Figure 1 shows (discounting wave distortion at the edges) -
. the wave propagation time, or fly time, increases by approximately 5.5 percent from )
the edge to the center of the tile. Because of this large variation in fly time, it .
) was decided to cut five rectangular blocks through the center of the tile to find the KS
: effect of the local material properties on the fly time. § ;
Vel
The tile, as supplied had a thickness increase from the edge to the center of B
, 1.5 percent. The five blocks had their densities measured (Archimedes' method) and
were ultrasonically evaluated for the local elastic modulus and Poisson's ratio. The ;:
data are shown in Table A-1l. »o
4 3
A t
N
Table A-1. DENSITIES AND SONIC PROPERTIES FOR >
A THE MACHINED BLOCKS g
‘ ".\
' Elastic Poisson's bR
y Block Density Porosity Modulus, Ratio I
No. {g/cc)  o/oth (P) E (6Pa)  E/E, (v) s
g 1 3.10 0.967 0.033 404.0 0.907 0.17 A
y 2 3.07 0.956 0.044 389.6 0.875  0.16 RS
Al \-
3 3.05 0.951 0.049 384.4 0.863 Q.16 : :
] . :
3 3.06 0.954 0.046  388.3  0.872 0.16 i
5 3.11 0.968 0.032 405.9 0.911 0.16 S
l"*
)
oth = 3.21 g/cc e
b Eo = 445 GPa RO
‘ L&
J e
§ £
. R
: . .f
13 2N
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A decrease in the density coincident to a decrease in the elastic modulus
from the edge to the center of the tile is readily apparent. This relationship, as
described by Rice,<' between the elastic modulus and porosity, yields a porosity
correction factor (b) of 3.1 and 2.8 for the exponential and linear equations, re-
spectively, assuming an elastic modulus at zero porosity of 445 GPa (64.6 x 10 psi).*
There is no apparent trend in Poisson's ratio versus density through the tile.

This brief analysis does not take into account any secondary microstructure
effects on the material properties, such as grain size. It was assumed that the
material is homogeneous and the porosity is directly related to density
(p = l-o/oTH).

The C~-scan map showed a change for 4.0 percent from block 1 to 3. Using the
local properties of the blocks with Equation 2, the change in fly time is +3.6 per-
cent. This shows an outstanding agreement even through the "local™ properties are
themselves averaged. The computations are detailed below.

ANALYSIS OF THE C-SCAN

The 4% slower times at the center (3) versus the edge (1) from the C-scan
t3

t: — = 1.040.
sugges i1 1.040

Table A-2. EFFECT OF INDIVIDUAL VARIABLE UPON RATIO t3/tl.

Block #1 Block #3 8% t3 _
(Edge) (Center) #1—#3 t1

d (cm) 1.3510 1.3706 +1.45% 1.0145
o (g/cm3) | 3.10 3.05 -1.59% 0.9920
E (GPa) |404.2 384.7 -4.85% 1.0252
v 0.17 0.16 -2.94% 1.0046
t3 - d3(°3 I/Z(Q)U?(FM))UZ th Flof) o (tui)(1-2vi)
t dl(°l) E3 F(v1) with F(vi) = (1-vi)

= (1.0145) (0.9920) (1.0252) (1.0046) = 1.036

1.040 = 1.036

C-Scan

Eo

21. RICE, R. W. Microstructural Dependence of Mechanical Behavior of Ceramics in Treatise of Materials Science and Technology,

Local

Properties

*E . ¢-3.1P and %0 =1 -2.8p

R. K. MacCrone, ed., v. II, Academic Press Inc., NY, 1977, p. 203-230.
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Decreased elastic modulus - Minor-major contribution
Decreased Poisson's ratio - Negligible contribution

A breakdown on the change in properties required to cause an increase in the fly by

time is: e
Increased thickness - Major contribution ﬁf

o

Note that a decrease in density, coincident with a decrease in elastic modulus, will
decrease the fly time. Pt
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